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Bondar-Clegg, Inc. ) Geochemical
12980 West Cedar Dr. .
Lakewood, Colorado 80228 Lab Rmn

e BONDAR-CLEGG
REPORT: 098-1230 ( COMPLETE ) REFERENCE INFO: NONE LISTED
CLIENT? BROHM MINING CORP. SUBRMITTED BY: J, BARRON
PROJECT: NONE LISTED DATE PRINTER: 19-0CT-88
NUMBER OF LOMER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 A Gold 9 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
I DRILL CORE 9 2 -150 ? Assau Frer ?
Saarle Pickup 1
REMARKS: FINAL RESULTS ARE REPORTED.
REPORT COPIES TO: MR, JIM BARRON INVDICE TO: MR, JIM BARRON

MR, JIN BARRON




Bondar-Cegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 ' Lab Report
iy BONDAR-CLEGG

REPORT: 098-1230 PROJECT: NONE LISTED PAGE 1

SANPLE ELEMENT Au

NUMBER UNITS OPY

02 RB8-444-0-5 0,008

B2 RB8-466-5-10 0.005

02 RB88-446-10-15 0,008

2 R88-446-15-20 »005

[2 RO8-466-20-25 0.007

02 RBO-466-25-30 0.004

02 R88-466-30-35 0,009

0?2 RBE-456-35-40 0,003

12 REB-4646-40-45 0,002
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BROHM MINING CORF.
MR, JIM BARRON
F.0., BOX 485
NEADWOOD, SD

87732

Invoice

Date

Rerort No?
Prodect
Reference:

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

: 13039, FPade 1

! 25-0CT-88

098-1230

¢ NONE LISTED

NONE LISTED

v 9 Analuses of Gold
Subttotal

Samrle Freraration
? Semrles of Assay Frer
1 Samrle of Sample Pickusr
Subtotal

Miscellaneous Chardes
4% S.D., STATE SALES TAX
2% DEADWOOD CITY SALES TAX
Subtotal

Invoice

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

Total!l

8 o

o

$ 3B.50
$ 3%9.00
$ 1.80

$ ?29.30 U.8.



“"TITLE 18-10-88 12:16:28 098-1230@ J. BARRO
"CLIENT BROHM MINING CORP.
"PROJECT NONE LISTED #SAMPLES:
"SPECIAL VALUES"

“ IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are shown as
“ Values below the lower limit are shown as
"DETERMINATIONS"

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT
" 91 Au FA 0PT 9 0.002 99.999
"SAMPLE PREPS"

" 40 SAMPLE TYPE=D DRILL CORE

" 41 Pl17= 9 Assay Prep

" 42 P23= 1 Sample Pickup
"REMARKS"

" 5@ FINAL RESULTS ARE REPORTED.

1Kk W W R I

"FORMAT (AB,1X,A1,A1,1X,A20,1(1X,A7,A1))"
"BEGIN " "Type" "Frac'" "Sample ID" "
"12300001" “D" "2" "RBB8-466-0-5 "
"12300004" "D" "2" "RB8B-466-5-10 "
"12300005" "D" "2" "R8B-466-10-15 "
"1230@006" "D" "2" "R8B8-466-15-20 "
“"12300007" "D" "2" "RBB-466-20-25 "
"123009@088" "D" "2" "RBB-466-25-30 "
“123000069" "D" "2" "R88-466-36-35 "
"12300010" "D" "2" "RB8B8-466-35-40 "
"123@0011" "p" “2" "R88-466-40-45 "
IIENDH

N

+uplimt"

~lolmt (ie not detected)"
COMMENTS"

Results Reported

0.
@.
e.
0.
2.
.004
.0089
.003
.002

9 REFERENCE:

Au"
008
095
905
205
007

3/10/88"

NONE LISTED
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Contractor Top’f 7} Coordinates = SiTE 5 f Project__ & <7 Cree . Hole No._ 2&5 - Yelo
Drill Type Casing Depth ' t0 State sSP Sheet_/ of __/
Hole Size Bearing——______Inclination 70 Date Started Property _Sre 7 ECoe
Collar Elev._S1 1 7. 4 Final Depth___d0__t0” Date Completed___1-8% Hole Surveyed __~72
s GRAPHIC LOGS v s GEOLOGIC NOTES
H -:-Ausnnnon-::'{:'i,;- 2 g 3 ;;,g R § DESCRIPTION MINERALIZATION
g $ 5 3 3 sz 3 ROCK TYPE MINERALOGY, ALTERATION, TEXTURES, e ke, - ASSAY
. 2 2§ 2 GRAIN SIZE, FRAGMENT 8iZE Veintit, Replacement Av | A
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